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MEBLAFLHR  WEEETOCETRHEARA A

Company Name FUJIAN QIAOGUANG ELECTRONIC TECHNOLOGY CO.,LTD

shown on Report

o ik AR T T DU B R TE 21

Address 21 DAYANG ROAD, XIYUAN TOWN, ZHANGPING CITY, FUJIAN PROVINCE

PAUF U IR 2 FE i B b b A5 B i B R A Rm A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FE A4 FR =R iR GENEN (ell))

Sample Name Zinc oxide varistor (Cu)

ZEEEA A+ LR+ 53 A 2+ R A L )

Material Zinc oxide+copper electrode+tin plated copper-clad steel wire+epoxy encapsulation
material

FE a2 H Y 2026.03.05

Sample Received Date Mar. 5, 2026

FE A H #A 2026.03.05-2026.03.10

Testing Period Mar. 5, 2026 to Mar. 10, 2026

TR E K MR 2P BER, X TSR R 1 (PD), #(Cd), K (Hg), 7SI (Cr(VI)), £

(PBBs), %R — K[if(PBDEs), 4k7k — HIf%/E(DBP, BBP, DEHP, DIBP), #(F), & (Cl), &
(Br), (AT

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDESs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (Cl), Bromine (Br),
lodine (1) in the submitted sample(s).

Inspection & T

LT A 348 AT 45 R LES N
Test Method/Test Result(s) Please refer to the following page(s).

S A 1w
Date 2026.03.26

L7 N Lab Authorized Signatory No. R179751509

kg i iyt PR RYITI 5E52 X 7 ST D A AL K SR T A
Inspecliqragiey Peserigefnternational Group Co.,Ltd.
Buidding, Xing Dong Community, Xin'an Sub-district, Bao'an District, Shenzhen City, Guangdong Province, P.R. China
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#5148 Conclusion

TR T RIEFRUE/HE 4 R
Tested Sample According to standard/directive Result
FRAHE i KK M ROHS T8 4-2011/65/EU % HA& 1T #6 4+ (EV) e
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment (EU) PASS
2015/863

*hhkkhkhkkkhkhkkhkhkkkhhkkhkhkhkhkhkhkhkhkhkhkhkhkhkkhhkhkhkhkhkhkhhkhkhkhkhkhkhhhkhkhkhkhhkhhkhhhkhkhhhkhkhkhhkhkhkhhkhkhhkdhhhkhkhhhkhkhkhhkhkhhhhhhhkihhkihkhihix
P&y oM 45 S99 2 K B ROHS 54 2011/65/EU J HiA5 1T 64 (EU) 2015/863 % 3K R i o
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU) 2015/863.

>
Pt

e
@



CTI £ 48 S

Rk =
Test Report

WERS  A2260152643101001ER1 3 L9
Report No. A2260152643101001ER1 Page 3 of 9
BIHYE Test Method

I B A7 ‘,fﬂ'”;fsﬁﬁfz

Test Item(s)

Test Method

Equipment(s)

Hexavalent Chromium (Cr(V1))

TE
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
G IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2:20171/8KIEC 62321-5:2013 i 5 55 UV-Vis/ICP-OES

lodine (I)

ZIRBEE IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
EAL b i3 IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
412K — Rl IEC 62321-12:2023 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
P EN 14582:2016 Ic
Fluorine (F)
£ EN 14582:2016 IC
Chlorine (CI)
R’ EN 14582:2016 IC
Bromine (Br)
I EN 14582:2016 IC

S L]
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RMLER Test Result(s)

WA Tested Item(s) &R Result 77 A H R R
001 MDL Limit

#t Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7k Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

75 Hexavalent Chromium (Cr(VI1)) N.D. 8 mg/kg 1000 mg/kg

WRTE Tested Item(s) &R Result 77 e i R R
001 MDL Limit

ZIRBLZ Polybrominated Biphenyls (PBBs)

—JRELZE Monobromobiphenyl N.D. 25 mg/kg

T JREEZE Dibromobiphenyl N.D. 25 mg/kg

—JRELE Tribromobiphenyl N.D. 25 mg/kg

VURELZ Tetrabromobiphenyl N.D. 25 mg/kg

FLIRELZE Pentabromobiphenyl N.D. 25 mglkg 1000 mg/kg

FNIREEZS Hexabromobiphenyl N.D. 25 mg/kg

LIREEAR Heptabromobiphenyl N.D. 25 mg/kg

JURECZR Octabromobiphenyl N.D. 25 mg/kg

JLIRECZE Nonabromobiphenyl N.D. 25 mg/kg

+IRIBEZE Decabromobiphenyl N.D. 25 mg/kg

TR Tested ltem(s) &R Result 77 A H R 1A
001 MDL Limit

Z W Bt Polybrominated Diphenyl Ethers (PBDES)

— R KWk Monobromodiphenyl ether N.D. 25 mg/kg

TR 2Kk Dibromodiphenyl ether N.D. 25 mg/kg

—JR KW Tribromodiphenyl ether N.D. 25 mg/kg

PUYR — 2K Tetrabromodiphenyl ether N.D. 25 mg/kg

TL¥R 2 BF Pentabromodiphenyl ether N.D. 25 mg/kg 1000 mg/kg

7SR T KT# Hexabromodiphenyl ether N.D. 25 mg/kg

LR 2KlF Heptabromodiphenyl ether N.D. 25 mg/kg

J\IR — 2Kk Octabromodiphenyl ether N.D. 25 mg/kg

JUIR KT Nonabromodiphenyl ether N.D. 25 mg/kg

¥R — 4% Decabromodiphenyl ether N.D. 25 mg/kg

S
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M LER Test Result(s)
WARGH Tested Item(s) el 77 A H A

001 MDL Limit
4R —HEREE Phthalates (DBP, BBP, DEHP, DIBP)
L8R —H R —TlE Dibutyl phthalate (DBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-74-2
oK IR T AR AR Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
R ZHR —(2-£3) Clis Di-(2-ethylhexyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DEHP)
CAS#:117-81-7
LB —H R — 5 Tl Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5

&

RRTH Tested Item(s) ’”%O(ies“" FHER R MDL
. Fluorine (F) N.D. 10 mg/kg
. Chlorine (CI) N.D. 10 mg/kg
& Bromine (Br) N.D. 10 mg/kg
fl 1odine (1) N.D. 10 mg/kg

17729 AT 4
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REM LR Sample/Part Description
e CTIFESHID filiik
No. CTI Sample ID Description
1 001 BEHFHE AR GBI
Blue body with printing(Tested as a whole)
B TR, 8, RZHEmMEERTA.
B EMFR, BRTERE—PRS, RREBEEIR, RS R AR B AR & AR —Fh s —4t
FAHEE.

-N.D. = Rtath (NTI5%m tHiR)
-mg/kg = ppm = HJisrZ—
-1000 mg/kg = 0.1%

Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-The sample(s) was tested as a whole, because it's impossible to disassemble or separate it by
current equipment and technology. The result(s) shown on this report may be different from
the content of any homogeneous material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%
R ARG BIE A RERIE . B DUATRERH . SV RFREERA.

ARG T RS (RS 95 A2260152643101001E) Al EBH T MBI E4HK”. AREBHEMRS
A2260152643101001E, HAMES R HiE, FEMEA2260152643101001E/EH .

Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal
guality control and product development etc.
-This testing report revised “Material” based on the original report of No. A2260152643101001E.
This testing report displaces the original one which was invalid since the date of this testing report
released.
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RWRAE Test Process
1. %(Pb), #(Cd), #(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)
PREFE M T H 35N A il it 7 YRR
Weigh Siip'{:s:;:: place it ::> Add digestion reagent ::> Digest the sample
FH AR AVl 35/ 8
BT SRt
ICP-OES Br ok e Ty Ashing/ -
a 55 H7 FETK E = Alkali Fusion/ Residue it g
) (: Make up with Acid Dissolution <::
Analyzed by L Filtrati
ICP-OES deionized water — iltration
Solution
2. 7k(Hg)
Mercury (Hg)
o BB A BN S8 A ) AR
c1& Sil:;p Vi:;e 1 place It — Add digestion reagent Digest the sample
FH /R R T
VEAL B Bt
J5| ICP-pES FB KR 2 Alkali Fusion/ Residue )
i <:| Make up with Acid Dissolution 1l ag
Analyzed by o Qtrati
ICP-OES deionized water — Filtration
Wit
Solution
3. AHME&(Cr(VI))
Hexavalent Chromium (Cr(V1))
RS T ARA PP
Weigh sample and place it — m ).\ i ﬁig L — TH 8
in a vessel Add digestion reagent Digest the sample
2 R VIR pHL A, i
Add test solution I— Ad'lo lil-st'i;h:oﬁuHﬁL?lluc — Cool and filter
U
VA B pH HERTKER i UV-Vis 43 7
Adjust the pH value — Make up with — .
of the solution deionized water Analyzed by UV-Vis

AV AVEYR-"Ea Y 4
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4. ZRBLHK(PBBs), IR _FRf(PBDES)

FH8 U o
Page 8 of 9

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDES)

PEFEM T EE T FHAT LI 7R AL
Weigh sample and place [ Extracted with —>

it in a thimble organic solvent

HBENRNERERA
Transfer the extract into a

volumetric flask

g

 GC-MS 43#7

—

Analyzed by GC-MS

FA WL )52

Make up with organic solvent

5. 48% —HEg#K(DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

PREFea T EE A HLE I ZEI
Weigh sample and place [ Extracted with —>

it in a thimble organic solvent

HEEIUAR TR ERA
Transfer the extract into a

volumetric flask

g

H GC-MS 47

—

Analyzed by GC-MS

WA HERE S

Make up with organic solvent

6. #(F), #&(Cl, ®(®Br), B
Fluorine (F), Chlorine (Cl), Bromine (Br), lodine (1)

PREFE AT A A FANES 7E S SR P AR B A
Weigh and place sampleina — — Combust the sample in
- P P Fill the bomb with oxygen " P
sample cup of bomb = oxygen bomb
1 1C 44 Rk Fetg RIS RS
] Make up with K—  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

ARV B o4
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Photo(s) of the sample(s)
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A2260152643101001

74 B Statement:

1 ARG AN 7 B T Rk b J 4 5 ok
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. MEI R AR LML R RS R Y R IR AL, FREE R S 5T, CTURMZSEH A Sk,
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the

applicant who should be responsible for the authenticity which CTI hasn’t verified,
3. AR AR 45 A 52 MR i 71 515

The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BAER AU, 5 SIRILAC-G8:09/2019 / CNAS-GL015:2022 i F i #4257 (w=0) — 703 =& FUNBEAT 745 & 52

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTITHFE, A3 S HI AR
Without written approval of CTI, this report can’t be reproduced except in full;
6. Wk PRI NE ST N ER ESR, DSOS

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***ﬂ?i %: élﬂj: EE‘***

*** End of report ***
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