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WERLAFBHR  EEETOCRTREHR AT
Company Name FUJIAN QIAOGUANG ELECTRONIC TECHNOLOGY CO.,LTD
shown on Report

o hk A T T Y RO P 21 5
Address 21 DAYANG ROAD, XIYUAN TOWN, ZHANGPING CITY, FUJIAN PROVINCE

DA IR Z e i B e 5 B B H IS SRASFIA
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

FEf 4 FR Sample Name AR NTC

L4 Fx Material SEA AR A B+ TR i+ 5 R 2%

FE im0 H B 2025.10.27

Sample Received Date Oct. 27, 2025

FE A H B 2025.10.27-2025.11.04

Testing Period Oct. 27, 2025 to Nov. 4, 2025

FE R RYEZ I ER, KRS RE S A A (P), 48(Cd), ZR(Hg), 7~SHrE&(Cr(vl)),

Inspection & T

Z LK (PBBs), %R —2Kk(PBDES), 487k — H % H(DBP, BBP, DEHP,
DIBP), #(F), S(Cl), ¥R(Br), ()47,

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls(PBBs),
Polybrominated Diphenyl Ethers (PBDEs), Phthalates (DBP, BBP, DEHP,
DIBP) , Fluorine (F), Chlorine (CI), Bromine (Br), lodine (1) in the submitted
sample(s).

AL 8 sy T 25 3R HZ W T L.
Test Method/Test Result(s)  Please refer to the following page(s).

* C:L %’"J Eate M 2025.11.04

P&l
P N\ Lab Authorized

No. R179751116
A R A ] TR TR 5 22 IXH A 18 DA X A PG I AR
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Z54 Conclusion

TR WRIEFFHEIFE 2 gR
Tested Sample According to standard/directive Result
Kk 81 RoHS $i54> 2011/65/EU K JLABIT H54
AT (EU) 2015/863

. i . ¥4 PASS
Submitted Sample RoHS Directive 2011/65/EU with

amendment (EU) 2015/863

B o R L R L e R R R L R R A R R R R R R R R R R R R R R R R R R R R R R R S R AR R R R S R R

R 3R o 45 i 2 X MR RoHS R 4-2011/65/EU K FLAETT 84 (EU) 2015/863ZE KM FR1E -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.
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R4k HE Test Method
AT H MREWIRTS MR A%
Tested Item(s) Test Method Measured Equipment(s)
45 Lead (Pb) IEC 62321-5:2013 ICP-OES
4% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7 Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES

75 Hexavalent Chromium (Cr(VI))

IEC 62321-7-2:2017 F1/8} IEC 62321-5:2013 il

Heir
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

£ R Polybrominated

. IEC 62321-12:2023 GC-MS
Biphenyls(PBBs)
% 1R 2K Polybrominated Diphenyl e e TV
Ethers (PBDES)
A e — A
482 — HREE Phthalates (DBP, BBP, P EEE e
DEHP, DIBP)
. Fluorine (F) EN 14582:2016 IC
& Chlorine (CI) EN 14582:2016 IC
& Bromine (Br) EN 14582:2016 IC
fll 1odine (1) EN 14582:2016 IC

S L]

At

ng.
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K45 R Test Result(s)

WHRTA H Tested Item(s) = Rl FERHR Bﬁﬁ
004 MDL Limit

#' Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7% Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

5% Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg | 1000 mg/kg

WHRTA H Tested Item(s) fR Result TR R Iﬁﬁ
004 MDL Limit

ZIREE Polybrominated Biphenyls(PBBs)

—JRELZR Monobromobiphenyl N.D. 25 mg/kg

TECZE Dibromobiphenyl N.D. 25 mg/kg

—JREEZK Tribromobiphenyl N.D. 25 mg/kg

VORI Tetrabromobiphenyl N.D. 25 mg/kg

TLIREXTR Pentabromobiphenyl N.D. 25 mg/kg

T - 1000 mg/kg

INIREER Hexabromobiphenyl N.D. 25 mg/kg

LIREEZE Heptabromobiphenyl N.D. 25 mg/kg

JUIREXZR Octabromobiphenyl N.D. 25 mg/kg

JLIREXZR Nonabromobiphenyl N.D. 25 mg/kg

HRELZK Decabromobiphenyl N.D. 25 mg/kg

WRTE Tested Item(s) #iR Result TR ISEﬁ
004 MDL Limit

Z IR " 7K/t Polybrominated Diphenyl Ethers (PBDES)

—JR 2K Monobromodiphenyl ether N.D. 25 mg/kg

YR KW Dibromodiphenyl ether N.D. 25 mg/kg

—JRZKEE Tribromodiphenyl ether N.D. 25 mg/kg

VYR — KM% Tetrabromodiphenyl ether N.D. 25 mg/kg

FIR 2K Pentabromodiphenyl ether N.D. 25 mg/kg

Sreepv— - 1000 mg/kg

7N 7Kk Hexabromodiphenyl ether N.D. 25 mg/kg

-EIR —#W# Heptabromodiphenyl ether N.D. 25 mg/kg

JUIR — 2K Octabromodiphenyl ether N.D. 25 mg/kg

JLIR — 7% Nonabromodiphenyl ether N.D. 25 mg/kg

+JR KM% Decabromodiphenyl ether N.D. 25 mg/kg

S

Al
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4R Resul ¥
WA H Tested Item(s) AR Result FARLIHIR BE{E
004 MDL Limit
4K _—HERHEE Phthalates (DBP, BBP, DEHP, DIBP)
L8 —H R — T lis Dibutyl phthalate
(DBP) CAS#:84-74-2 N.D. 50 mg/kg 1000 mg/kg
AR IR T AR IR Butyl benzyl
N.D. 50 mg/ki 1000 mg/k
phthalate (BBP) CAS#:85-68-7 maa ma/kg
oK IR —(2- 4.8 Clig
Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg | 1000 mg/kg
CAS#:117-81-7
A HER — 5 Tl Diisobutyl
N.D. 50 mg/k 1000 mg/k
phthalate (DIBP) CAS#:84-69-5 maa mea
\ £E 8 Result .
WS Tested Item(s) ”%004 Jr kKR MDL
. Fluorine (F) N.D. 10 mg/kg
& Chlorine (CI) N.D. 10 mg/kg
7% Bromine (Br) N.D. 10 mg/kg
flt lodine (1) N.D. 10 mg/kg

FEF RO IR Sample/Part Description
FF'5  CTIREMID  fid
No. CTI Sample ID  Description
1 004 AEOEFRSEAR CEAND

Green body with white printing(Tested as a whole)

17729 AT 4
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ST, 8, RS CHERTEE.

AR EMFR, HREER—PRS, BERBANR, WRGERARERAN R & PR
— MR EE.

-N.D. = RAGH (N7 %k 1 R)

-mg/kg = ppm= F JisrZ—

-1000 mg/kg = 0.1%

-The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-The sample(s) was tested as a whole, because it's impossible to disassemble or separate it by
current equipment and technology. The result(s) shown on this report may be different from
the content of any homogeneous material.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

ARG HRBRESERART B SVATRESES. AV aokER .

The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

N> P L 00dWT O S
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K AFE Test Process
1. 4% Lead (Pb), % Cadmium (Cd), % Chromium(Cr)
e HRAA T A PN it 7 S R
t :: y . . :: b3
cigh Siﬁpxi:;l placet Add digestion reagent Digest the sample
FA 2R A R
(prprsy i — it
. . Dry Ashing/ )
ICP-OES S
& 5947 LETK ﬁ o Alkali Fusion/ Residue it e
' {1 Make up with Acid Dissolution (::
Analyzed by deionized water Filtration
ICP-OES eionized water .
T
Solution
2. 7k Mercury (Hg)
PR 0 WIPNCE v : R
. .
Weigh samp le and place it —| Add digestion reagent Digest the sample
in a vessel
FH BB /8 R ) T
EAL PR (— it
JEg| ICP-QES F BT E R Alkali Fusion/ Residue s
ViR <:I Make up with Acid Dissolution 1Lae
Analyzed by ioni Filtration
ICP-OES deionized water o
R
Solution
3. A& Hexavalent Chromium (Cr(V1))
RERERT HEA I »
Weigh sample and place it — n }T\ H ﬁigﬁt“ J — 1F i
in a vessel Add digestion reagent Digest the sample

Iy

I R
Add test solution

U

R pH B
Adjust the pH value
of the solution

T E W pH E
Adjust the pH value
of the solution

WEN, i
Cool and filter

AEBTKER

Make up with —

deionized water

Fi UV-Vis 47 #7
Analyzed by UV-Vis

AV AVEYR-"Ea Y 4
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4, ZRELZ Polybrominated Biphenyls(PBBs), & —ZKE¥ Polybrominated Diphenyl Ethers (PBDES)
WEEGTEE D FH A AL 1) 5 HY R U W 2 N R A
Weigh sample and place ~ [—) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

Fi GC-MS 43 #r JIAHLERE 7
—
Analyzed by GC-MS Make up with organic solvent

5. 48— HEREY Phthalates (DBP, BBP, DEHP, DIBP)

PRERE M T B P FAA B R A FeR R B A RN
Weigh sample and place ~ [—) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

Fi GC-MS 43 #r JIAHLERE 7
—
Analyzed by GC-MS Make up with organic solvent

6. #& Fluorine (F), & Chlorine (CI), ¥& Bromine (Br), it lodine (1)

0 T R . e AR
Weigh and place sample ina  — — Combust the sample in
- P P | Fill the bomb with oxygen " P
sample cup of bomb B oxygen bomb
 IC 404 FAK & 5 R R A B RN
(— Make up with K—]  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

ARV B o4
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o B
Photo(s) of the sample(s)

o R AL
. |
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75 B Statement:

1.

2.

AR TCHAE AR T B B R i B 4 B 02K

This report is considered invalid without approved signature, special seal and the seal on the perforation;
T&i%%/\ﬁzﬁ\&ﬂﬁiﬁ FE G AR S B FE R IR AL, R RO S DT, CTI R SE RSk
%

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified;

AR RGN 5 SR SZ I il 67 5%

The result(s) shown in this report refer(s) only to the sample(s) tested;

BrAE R AU, 5 S0 ILAC-G8:09/2019 / CNAS-GLO015:2022 1 i faf #8352 (w=0) — e MLIIEEAT
FravEHE ;

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

Rz CTI Pl FE, A EHAR S

Without written approval of CTI, this report can’t be reproduced except in full;

R PN E SR AR A ER, SO HE.

In case of any discrepancy between the English version and Chinese version of the reports (if generated),
the Chinese version shall prevail.

*xk j:&%:éldjzﬁﬁ *kx
*** End of Report ***
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